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ZHONGSHAN FORTUNE-WAY ENVIRONMENTAL TECHNOLOGY CO., LTD..

ROOM 501, 5TH FLOOR, BUILDING 2, NO.1 LIANLI ROAD, TORCH DEVELOPMENT ZONE, ZHONGSHAN

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : Total heat exchanger.

SGS Job No. : CP18-069883 - GZ.

Model No. :. 400*200*200.

Date of Sample Received :. 14 Aug 2018.

Testing Period :. 14 Aug 2018 - 17 Aug 2018.

Test Requested :. Selected test(s) as requested by client..

Please refer to next page(s)..

Please refer to next page(s)..

Test Method :.

Test Results :.

Jenny Jiang.

Approved Signatory.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Description.

SN1. CAN18-271194.001 Black tape(semi-product).

Remarks :.

(1) 1 mg/kg = 0.0001%.

(2) MDL = Method Detection Limit.

(3) ND = Not Detected ( < MDL ).

(4) "-" = Not Regulated.

Phthalate(s).

Test Method :. With reference to CPSC-CH-C1001-09.4, analysis was performed by GC-MS.

Test Item(s). CAS NO. Unit. MDL. 001.

Diisononyl Phthalate (DINP). 28553-12-0 / 

68515-48-0.

%(w/w). 0.005. ND.

Notes :.

As specified by client,  the accessible parts of the submitted sample(s) was performed tests ..

Remark: Results & photo(s) of this report refer to test report CANEC1818648301..
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ATTACHMENTS 
 

Phthalates Testing Flow Chart 
 
 

Sample cutting / preparation 

Sample Measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

GC-MS 

DATA 
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Sample photo:.

CANEC1827119401

CAN18-271194.001.

SGS authenticate the photo on original report only.

*** End of Report ***.
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